
NYC 9/11 Public Portal Document 

ENVIRO-PROBE, INC. 

2917 Bruckner Blvd. — Bronx, New York 10461 

Tel. ( 718 )863-0045 Fax ( 718 ) 518-7454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED LIGHT MICROSCOPY — EPA/600/R-93/116, JULY 1993 

NATIONAL VOLUNTARY LABORATORY ACCREDITATION PROGRAM LAB [I)# 101222 

NEW YORK STATE ENVIRONMENTAL APPROVAL PROGRAM LAB 1.U# 10398 

CLIENT NAME r.,catral Environmezttal 

COMPANY 
ADDRESS 
CITY, STATE, ZIP 

DATE SUBMITTED 10122i01 

DATE ANALYZED 10/23/01 

DATE REPORTED 10/24/01 

LAB FILE # 23347 
ANALYST P. Calderon 

SAMI"1•E CONTEJ+I•l -1 
Cellulose, Synthetic fiber 
Sylicates and others 

tber — H 

_ fiber . 
Fibrous Glass, Sylicates, 
Cartonauk and others 

Sber 

V,k5UU1VY., y' ''."'

Sylicates and others 

Cellulose. synthetic fiber 
Sylicates and Others 

Thit R.pcxt Sha1I not be r,.t,roduc'd exceppt in tt iI, Without the wtiritn &pprov:d cttrc laburt nxv 

• ;y vsc Rnsu s appty to these / this panic ular satrpla r .4 tmples 

. 'NJ Ron is not endorsed by NVLAP or any othal c.9.0ovttrsuent Agcnec 

. 'Traces ; ';1°b 

LA AI[ZECxoR / 8U1'i8RV1SOR'S SitiNaTU12E 

NYC-WTC 000094788 
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• 

ENVIRO-PROBE, INC. 
2917 Bruckner Blvd. — Bronx, New York 10461 

Tel. ( 718 ) 863-0045 Fax ( 718) 518-7454 

• WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED LIGHT MICROSCOPY — FP.AM6001R-931116, JULY 1993 
NATIONAL VOLUNTARY LABORATORY ACCREDITATION PROGRAM LAB ID# 101222 

NEW YORK STATE ENVIRONMENTAL APPROVAL PROGRAM LAB 1D# 10898 

CLLENT NAME Central Environmental DATE SUBMITTED 1.0/22/01 

COMPANY DATE ANALYZED 1W23/01 

ADDRESS DATE REPORTED 10/24/01 
CITY, STATE, ZIP LAB FILE # 23347 

ANALYST P. Calderon 

SAMPLING LOCATION 99 Wall Street 

CLIENT'S 1D# LAB ID# ASBESTOS SAMPLE CONTENTS 
DETECTED

7 BQ1-23066 
 

No Cellulose, Synthetic fiber 
6666 I Fibrous gloss, sylicates. 

Carbonates and others 

8 BOI-2306'7 No Cellulose, synthetic fiber 
and others 

9 801-230668 No Cellulose, synthetic ftbet 
Syliatw and vtL.ats 

ltl BO1-23069 No Cellulose, synthetic Ibex 

II fibrous glass, sylicates, caubottatcs 
1 t and others 

I_ 
11 - T1 B{l1-2;iQ70 No Cellulose, synthetic ftbes 

fibrous glass, sylicates and outer;: 

12 BO1-33071 No Cellulose, gynthctic tber 
fibrous glass, sylicates, carbonates 
and others 

• J1 •
- 7hi:; Report Sttall not t.. rcprodwcd except in lUt I, without the wtittefl au; rtwat otdle tahntauxy 

• Those Rtsuita appLY to Blot'* /this p wkr oamplo / trxnr l o 
. T hip Report to riot end-sed hy N Vl or any cttar U . C3ovetfpa o ,\gency 

Traees =t l °+i 

LAB DIRECTOR f S ERVISOR'S SIGI\.4Tt1[tE 

NYC-WTC 000094789 
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ENVIRO-PROBE, INC. 
2917 Bruckner Blvd. -- Bronx, New York 10461 

Tel. ( 718) 863-0045 Fax ( 718 ) 518-7454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED LIGHT MICROSCOPY — EPA/600IR-93/116, JULY 1993 

NATIONAL VOLUNTARY LABORATORY ACCREDITATION PROGRAM LAP LO # 101222 

NEW YORK STATE ENVIRONMENTAL APPROVAL PROGRAM LAB ID# 10898 

CLIENT NAME Cenual Enyirortmental - DATE SUBMITTED l0/22'01 

COMPANY  DATE ANALYZED 10123/01 

ADDRESS  DATE REPORTED 1.0/24101 

CITY, STATE, ZIP LAB FILE # 23347 
ANALYST P. Calderon 

SAMPLING LOCATION 99 Wall Street - —I 

CLIENT'S JCD# LAB ID# ASBESTOS SAMPLE CONTENTS 
DETECTED 

13 80) -23072 Na Cellulose, Synthetic ttber 
Fibrous glass, sylicates, 
Carbonates and others

14 J201-23073 No I Cellulose, synthetic fiber 
fibrous glass, sylicates, ca bonates 
and others 

35 B01-23074 No Cellulose, synthetic fiber
fibrous glass, sylicates, carbonates 
and others

16 301-23075 No Cellulose. 53•ntlietic fiber 
fibrous glhts,S, sylicates, carbonates 
and others 

17  301-23076 No Cellulose, synthetic fiber -- — —~ 
fibrous glass: sylicates and others 

I o 

is Br)1-23077 No Cellulose, synthetic fiber 
fibrous glass, sviieates. carbonates 

` 
I 

and others 

- :his 9spost Sha:l not be reproduced except in tall, wdhuut Ute K1i5.$f eprrovaJ of tha lalxn otvey 

• Ta  Renslta apply to thrke / this patUCular samplo / samples 

Thin Repent is not endorsrd by N VL,A ' 'Jr iuty oti r U.S. W vcrruucnt Agency 

Taw"_<i1/ 6

LAB AIWECTOR/ 5 ER 11S0)YS SIGM.4.[u1tE 

NYC-WTC 000094790 
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ENVIRO~PROBE, INC. 

2917 Bruckner Blvd. — Broox, New York 10461 

Tel.. (118) 863-0045 Fax (71S) 518-7454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD— POLARIZED LIGHT MICROSCOPY — EI'A/600/R-93/116, J U LY 1993 

NATIONAL VOLUNTARY LABORATORY
APPROV aiL PROGRAM LAB D~`1 

10898 101222 

NEW YORK STATE ENVIRONMENTAL

CLIENT NAME Ccntraal ,t'uo=C-ntal 

COMPANY 
ADDRESS 

CITY, STATE, ZIP

SAMPLING LOCATION 99 W 111 Sbreet 

CLIENT''S m# 

4! 

23 

24 

— LAB I.D# 

a012307Si

Bt)1-21079 

BOI.23080 

DU1-23081 

Bo1-23082 

Sul-23483 

DATE SUBMITTED 10122/01. 

DATE ANALYZED 10/23/01 

DATE REPORTED 10/24/01 

LAB FILE 9 23347 

ANALYST P. Calderon 

_'~ —r —ASBESTOS 
SAMPLE CONTENTS 

DETECTED — — -- 
No Cellulose, SyntlietiC fiber, 

Fibrous glass, sylicates. 

and others

Cellulose. syrtU>etic fiber ,, 
fibrous glass, sylicates, carbonates 

and others 

No Cellulose. synthetic fiber J ~ 

fibrous glass, sylicates, rarhnnates 

and others 

No llulose., sy-nthcUc fiber 

brous glass,sylicates, carbonate' 

T nd +xlter s 

Nu •  Ce1l'.r1Ose, synthetic fiber 

fibrous glass, sylicates, crlEwnatcs 

and others 

I 1 

— Cellulose, syndfelic fiber No 
fibrous glass, sylicates carbonates 

and others 

Thla Report Shalt not be ,apt to d axes$ in full, %ithont the Written appreval of the tA: a'un 

nar Rrxotts aptly to these i this pattiwler aatnple' Wnpies 

This V.'$r t is net cndetstd by NVLr1t or any ether G.S. Cwvetmnant Agency 

.at4. 
LAB DEPtEC1'OR /4VSOKS SIG`1,4C[TFE 

"a 

NYC-WTC 000094791 
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• ENVIRO-PROBE, INC. 

2917 Bruckner Blvd. — Bronx, New York 10461 

Tel. (718) 863-0045 Fax ( 718) 518-7454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED IIGHT MICROSCOPY — EPA/600/R-931116, JULY 1993 
1.222 

NATIONAL VOLUNTARY 
APPROVAL PROGRAM LAB ID# 10898

;~ NEW YORK STATE ENVIRO MENTAL 

DATE SriBMITTE1) 10/22/01
CLIENT NAME Central Ftnirontnelual  DATE ANALYZED 10/23/01
COMPANY DATE REPORTED 10/24/01
ADDRESS LAB FEL-E # 2334 7
CITY, STATE, ZIP ANALYST P. Calderon 

5A1VtPL1NG LOCA'T'ION 99 wall Street 
SAMPL' E CONTENTS 

CLIENT'S ID# LAB ID# ASBESTOS s 
DETECTED — { 

25 BO1.23U84 No Cellulose, Synthetic fiber, 
Fibrous glass, silicates, 
Carbonates and others 

26 BO1-23085 No Cellulose, synhetic fitX; 
gv?icates, carbonates, 
and otttet . 

_ 
N c, Cellulose•, synthetic titter 

gU 1-230$6 
u ' 

27 ; sylicates. carbonatC$ 
and others 

—ZK BO1-23087 No Cellulose, syntltctie fiber 
Fibrous glass, s}•Itcates. carbonate 
laid others 

$l11 3088
Ctll•)lose, ntlu.tic tiger 

2 fibrous glass, silicates, carbonates 

a»d others 

fiber 
_ 

Cellulose, synthetic 
30 s'hcat.s, carbaa atesand others 

t . 
• Phis Rapntt Shell not Ae rcpriAuced cieccpt in full, without ite written approval of the t:tbantory 

• Those R alts apply to the / tbit poriittdrr ••ampte I

• 

 s anpic,w 

TI isRepori is not endorsed by NVLAP or any other U.S. Gov4ttttnent Agency 

Trmmx—cl°/a _ 
A6 DLKIICTOR f SU' ERV150R•S SIGNATURr 

NYC-WTC 000094792 
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ENVIRO-PROBE, INC. 

2917 Bruckner Blvd. — Bronx, New York 10461 

Tel. (718) 063-0045 Fax ( 718) 518-7454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED L4GBT MICROSCOPY — EPA/6001R-93/116, JULY 1993 

NATIONAL VOLUNTARY LABORATORY' ACCREDITATION PROGRAM LAB ID# 101222 

NEW YORK STATE ENVIRONMENTAL APPROVAL PROGRAM LAB ID# 10898 

DATE SUBMITTED 10/22/01
CLIENT NAME CentrdiEnvtronmct><al 

DATE ANAL'Y'ZED 10123/01 

DATE REPORTED 10/24/01 
ADDRESS LAB FILE # 23347 
CITY, STATE, ZIP ANALYST P. Calderon 

SAMPLING LOCATION 99 Wall Street 

CL;[ENT'S ID# LAB ID# 

'—~— :11 B01-23090 

T_ t32 601-23091 

t __13

BOI-23092 

►---- gg 901-23094 

—"— 36 BOI 3095 

This z*p ' !:hint n t be roseodtuxd ex.cpt in tv11. withr,ut the written .ippt 3val 'd' U,e lab r tor) 

Tpcse Results apply to tt:esc 'this parli.ular camPle' sarnplas

This rivport is n eadersed by N 't.AP or any other L.S. Q vaw~iont Agoncy 

• (r.e' n 1% 

No 

No 

No 

No 

No 

No 

SAMPLE CONTENTS 

Cellulose, Synthetic fiber, 
Fibrous glass, sv'licates. 
Carbonates and others 

Cellulose, ynthetic fiber ~ I{~ 
Fibrous glass, sylicates, catttonates, 
and othcrs 

_ I 
Cellulose, synthetic fiber 
Fibrous glass sylicates, carbonates 
and others 

Cellulose, svuthCt,tc flbcr 

Fibrous glass, sylicales, carbonates
and others 

Cat lulose,ryntltetic fiber
fibrous glass, Svlicates, carbonates 

and others

Cellulose, synthetic: fiber, fibrous lass, 
Sylicates rota others 

C7j pQt);C'TOR!SLP RVISOR'- ~iC;nATL112E 

NYC-WTC 000094793 
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Fe 

ENVIRO-PROBE, INC. 
2917 Bruckner Blvd. — Bronx, New York 10461 

Tel. (718 i 863-0045 Fax ( 718) 5 18-1454 

WIPE SAMPLE ANALYSIS FOR ASBESTOS 

TEST METHOD — POLARIZED LIGRT MICROSCOPY — EPA/6001R-93/116, JULY 1993 

NATIONAL VOLUNTARY LABORATORY ACCREDITATION PROGRAM LAB ID# 101222 

NEW YORK STATE ENVIRONMENTAL APPROVAL PROGRAM LAB ID# 10898 

CLIENT NAME Central Environmental DATE SUBMITTED 10/22/01 

COMPANY DATE ANALYZED 10/23/01 

ADDRESS DATE REPORTED 10/24/01 

CITY, STATE, ZIP 
r  

LAB FILE # 23347 
ANALYST P. Calderon 

SAMPLING LOCATION 99 Wall Street 

CLIENT'S ID# LAB ID# ASBESTOS SAMPLE CONTENTS 
_  DETECTED 

37 B01-23096; No Cellulose, Synthel'c fiber, 
Fibrous glass, sylicates. 
Carbonates and oth is 

33 I Bul 23047 No Cellulose, synthetic fiber 
Fibrous glass, sylicatos. carbonates, 
and others 

- Th:a Report Shall not be rrproducad CUCEA h: full. without the written approval or the Iahcratory 

The Results apply to these r this particular &unple / samples 
This Rclwrt is not cadutsed by NVLAP :x any ether V S. Cuvettmtoat Agpncy 

• Traces-. '4. 

LAB DIRECTOR! LPERVISOR'S SIGrA'RTRE 

NYC-WTC 000094794 


