
NYC 9/11 Public Portal Document

ATC Associates
104 East 25 Street, New York, NY 10010
Phone:(212)353-8280 Fax:(212)353-8306

9:00:00 PM

ATC Group#: 584928-11 Queens Plaza North
Long Island City, Analysis Date: 11/8/01

Fax: (212)475-4122

Structufes

O-S^-S 5/1

MICHAEL A. GORYCKI, Ph.D.MARK PEYSAKHOV
Approved by:^Analyzed by:

CITY_21MC1OO_OO31OO543

NYC-WTC_000182734

4
5849 -4

2
5849 -2

3
5849 -3

6
5849 -6

8
5849 -8

7
5849 -7

5
5849 -5

Project: New Stuyvesant H. S., 345 Chambers St., NY , NY
Exterior and Interior of Building and Roof

Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHERA)

Attn: Mr. Bernard Orlan
N.Y.C. Board of Education

Sample
1
5849 -1

Disclaimer The laboratory’ is not responsible for data reported in structures/cc, which is dependent on volume collected by non-laboratory personnel. This lab is only responsible :
for data reported in structures/mm’. This report may not be reproduced, except in full, without written approval by ATC Associates Inc. This report may not be used to claim
product endorsement by N VLAP or any other agency of the U .S. Government This reports relates only to the samples reported above. Quality control data (including 95%
confidence limits and laboratory and analysis' accuracy and precision) is available upon request i

i Accredited tor NVLAP PtM/fEM #101187-0, NY State ELAP #10879 I

NY 11101

Received: 11/7/01

Phone; (212)477-8941

0.0044 <22.24 <0.0044

rircfl Non
Volume Analyzed Asb

1944.00 0.0450 0 None Detected 0 0

Analytical Asbestos
Sensitivity Concentration

(S/cc) (S/mm?) (S/cc) Notes

0 0 0.0044 <22.24 <0.00441944.00 0.0450 0 None Detected

1952.00 0.0450 0 None Detected 0 0 0,0044 <22.24 <0.0044

1944.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

1944.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

1944.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

1936.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

1944.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044



NYC 9/11 Public Portal Document

9:00:00 PM

ATC Group#: 584928-11 Queens Plaza North

Long Island City, Analysis Date: 11/8/01

(212) 475-4122Fax:

Project:

Structures
O.Sfi-S 5/1 Notes

0

0

0

0

0

00

0 0

0

0

0

MICHAEL A. GORYCKI, Ph.D.MARK PEYSAKHOV

Approved by:Analyzed by: ass’

i Accredited far NVLAP PLMn-EM #101187-0, NY State ELAP #10879

CITY_21MC100_003100544

NYC-WTC_000182735

New Stuyvesant H. S., 345 Chambers St,, NY , NY

Exterior and Interior of Building and Roof

Disclaimer The laboratory is not responsible for data reported in structures/cc, which is dependent on volume collected by nonlaboratory personnel. This lab is only responsible
for data reported in structures/ranY, This report may not be reproduced, except in full, without written approval by ATC Associates Inc. This report may not be used to claim
product endorsement by NVLAP or any other agency of the U.S. Government. This reports relates only to the samples reported above. Quality control data (including 95%
confidence limits and laboratory and analysis' accuracy and precision) is available upon request.

Sample
9
5849 -9

Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHERA)

Attn: Mr. Bernard Orlan
N.y.C. Board of Education

NY 11101

Received: 11/7/01

Phone: (212)477-8941

1944.00 0,0450

0 None Detected

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

0.0044 <22,24 <0.0044

0 None Detected

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

0.0044 <22.24 <0.0044

Analytical Asbestos
Sensitivity Concentration

fS/cc) (S/mm^) (S/cc)

0 None Detected 0

0.0044 <22.24 <0.0044

- 1944.00 0.0450
5849 -16

• 1952.00 0.0450
5849 -14

’0 - 1936.00 0.0450
5849 -10

0 None Detected 0

15 - 1952,00 0.0450
5849 -15

/Irea Non ^^bestos
tolume Analyze/i Asb Type(s)

'2 - 1944.00 0.0450
5849 -12

0 None Detected 0

0 None Detected 0

*3 - 1944.00 0,0450
5849 -13

'2 - 1952.00 0.0450
5849 -17

0 None Detected 0

0 None Detected 0

- 1952.00 0.0450
5849 -18

0 None Detected 0

0 None Detected 0

" - 1944.00 0.0450
5849 -1 1
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9:00:00 PM

ATC Group#: 5849

Long Island City, Analysis Date: 11 /8/01

Fax: (212) 475-4122

Structures
O.Sfi-S 5fi

MICHAEL A. GOR-YCKI, Ph DMARK PEYSAKHOV

Analyzed by:

Accredited for NVLAP F'AtlEM #101187-0, NY State ELAP #10879

CITY_21MC100_003100545

NYC-WTC_000182736

Disclaimer; The laboratory is not responsible for data reported in structures/cc, which is dependent on volume collected by non-laboratory personnel. This lab is only responsible
for data reported in structures/mm’. This report may not be reproduced, except in full, without written approval by ATC Associates Inc. This report may not be used to claim
product endorsement by NVLAP or any other agency of the U.S. Government This reports relates only to the samples reported above. Quality control data (including 95%

■ confidence limits and laboratory and analysis' accuracy and precision) is available upon request

Sample
19 ~

5849 -19

Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHERA)

Attn: Mr. Bernard Orlan
N.Y.C. Board of Education
28-11 Queens Plaza North

improved by:

NY 11101

Received: 11/7/01

Phone: (212)477-8941

Project: New Stuyvesant H. S. , 345 Chambers St., NY , NY

Exterior and Interior of Building and Roof

Analytical Asbestos
Sensitivity Concentration

(S/cc) (S/cc) Notes

1960.00 0.0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

20 - 1960.00 0.0450 0 None Detected 0 0 0.0044 <22.24 < 0.0044
5849 -20

2' - 1968.00 0.0450 0 None Detected 0 0 0.0044 <22.24 < 0.0044
5849 -2!

Area Non ^^bestos
t'olume Analyzed Asb
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:
Lab Sample #: 1

Client Sample #: 1
Magnification;

# Grid Openings: 4

GO, Structure Type
Nonasb Ambig/NDB C Chrys AmphiboleF M

Totals

CF MB >5p :

CITY_21MC100_003100546

NYC-WTC_000182737

EOS
(Nonadb

Elements)>=05 p
<5m

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

NYC BOE
5849

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5p _> 5:1 Aspect Ratio
V= Positive diffraction pattern properties conforming to
laboratory identification criteria observed
'J- EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

GRID BOX:
GRID ID:

AMPHIBOLES
' Amosite
i Crocidolite

Anthophyllite
Tremolite
Actinolite

Accelerating Voltage:
Analysis Date:

Volume niters);
Filter Type / Filter Area:

Grid Opening Size:
Area Examined:

r
h

ID of Structure N or V

Analysis Performed By:
MARK PEYSAKHOV

Length
I >=5|J

1944
MCE 385 mm"
0.01124
0.04496 mm"
20,000
100 KeV
11/8/01

No I Coord

<3.
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TEM Asbestos (air) Count Sheet
Client Name:

2

2
Magnification:

# Grid Openings: 4

GO. Structure Type
Nonasb Ambig/NDF Chrys AmphiboleB C MCoordNo

Struct = > 0.5n _> 5:1 Aspect Ratio Grid acceptance:
Totals

c MF B

CITY_21MC100_003100547

NYC-WTC_000182738

Lab Group #:
Lab Sample #:

20,000
100 KeV
11/8/01

EDS
(Nonadb

Elements)
>=05 M

<5p

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

laboratoiy identification criteria observed
>/= EDS spectrum conforming to laboratory
identification criteria observed

least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
5849

Client Sample #:

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster {>3 Intersections)
M = Matrix
NSD = No Structures Detected

<5

i AMPHIBOLES
i Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Accelerating Voltage:
Analysis Date:

<= Positive diffraction pattern properties conforming to <5^ undissolved filter, overlap^ or folded
<10% particulate coverage >50% coverage ats

Analysis Performed By:
MARK PEYSAKHOV

ID of Structure N orLength

Area Examined: 0.04496-------------------- mm'^

Volume (liters): 1936
Filter Type / Filter Area: MCE 385

Grid Opening Size: 0.01124
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TEM Asbestos (air) Count Sheet
Client Name;

Lab Group #:
Lab Sample #: 3

Area Examined:Client Sample #; 3

# Grid Openings: 4

GO. Structure Type
F B Amphibole Nonasb Atnbig/NDC M ChrysCoordNo

Totals

F B C M >5m

CITY_21MC100_003100548

NYC-WTC_000182739

EDS
(Nonadb

Elements)
>=05 p

<5p

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Structure
No

NYC BOE
5849

Struct = > 0.5p > 5:1 Aspect Ratio
V= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

'/= EDS spectrum conforming to laboratory
identification criteria observed

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

1944
MCE 385 mm^
0.01124

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

Magnification;
Accelerating Voltage:

Analysis Date:

Analysis Performed By:
MARK PEYSAKHOV

Length
>=5p

IDofStfucture N or

j AMPHIBOLES
Amosite

I Crocidolite
: Anthophyllite

Tremolite
Actinolite

0.04496
miri'^

20,000
100 KeV
11/8/01

I-------- k
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TEM Asbestos (air) Count Sheet
Client Name:

4
4

Magnification:

# Grid Openings: 4

Analysis Performed By:
MARK PEYSAKHOV

i GO. Structure Type
Amphibole Nonasb Ambig/NDF B ChrysC M >=5|JNo Coord

Totals

F C M >5mB

CITY_21MC100_003100549

NYC-WTC_000182740

Lab Group #:
Lab Sample #:

20,000
100 KeV
11/8/01

EDS
(Nonadb

Elements)

Structure
No

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Client Sample #:
GRID BOX:
GRIDID:

Struct = > 0.5p 5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratory identification criteria observed

^1= EDS Spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite.

Tremolite
Actinolite

Accelerating Voltage:
Analysis Date:

ID of Structure N or \

Area Examined: 0,04496-------------------- mm^

Length

<5m

Volume niters): 1944
Filter Type / Filter Area: MCE 385 mm’

Grid Opening Size: 0.01124

I------ r
i------ k
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:
Lab Sample #: 5

Area Examined:5

# Grid Openings: 4

Structure Type
Ambig/NDNonasbF AmphiboleB C M ChrysCoord

Struct = > 0.5g _> 5:1 Aspect Ratio Grid acceptance:
Totals

C MF B >5m

CITY_21MC100_003100550

NYC-WTC_000182741

>=05 p
<5m

EDS
(Nonadb

Elements)

Structure
No

least 20 unfolded or overiapped grid squares <5%
holes or opaque areas

NYC BOE
5849

Client Sample #:
GRID BOX:
GRID ID:

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

1944
MCE 385 mm^
0.01124

laboratory identification criteria observed

EDS spectrum conforming to laboratory
idenfflcation criteria observed

j AMPHIBOLES
I Arnosite
: Crocidolite
! Anthophyllite

Tremolite
Actinolite

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Volume filters’):
Filter Type / Filter Area:

Grid Opening Size;

Magnification:
Accelerating Voltage:

Analysis Date:

Positive diffraction pattern properties conforming to undissolved filter, overiapped orfolded
<10% particulate coverage >50% coverage ate

ID of Structure Nory

Analysis Performed By:
MARKPEYSAKHOV

No
i—

Length

I----- 1
!I

0.04496 mm^
20,000
100 KeV
11/8/01
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 6
Client Sample #:

Mi cation:

# Grid Openings: 4

GO. Structure Type
F Nonasb Ambg/NDB C M Chrys Amphibole

No Coord

Totals

F B C M >5p

CITY_21MC1OO_OO31OO551

NYC-WTC_000182742

EDS
(Nonadb

Elements)
>=05 u

<6|J

Structure
No

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
5849

1944
MCE 385
0.01124

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

GRID BOX:
GRIP ID:

Struct = > O.Sp -> 5; 1 Aspect Ratio
■V= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Accelerating Voltage:
Analysis Date:

6

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size;
Area Examined:

ID of Structure NorN

' AMPHIBOLES
Amosite

i Crocidolite
: Anthophyllite

Tremolite
Actinolite

Analysis Performed By:
MARK PEYSAKHOV

Length

0.04496 mm^
20,000
100 KeV
11/8/01

J-
a
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TEM Asbestos (air) Count Sheet
Client Name:

7
Client Sample #: 7

Magnification:

# Grid Openings: 4

Structure Type
Amphibole Nonasb Ambig/NDF B C M Chrys

Totals

B C M >5pF

1

CITY_21MC1OO_OO31OO552

NYC-WTC_000182743

Lab Group #:
Lab Sample#:

EDS
(Nonadb

Elements)

Structure
No

NYC BOE
5849

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)'- ■
M = Matrix
NSD = No Structures Detected

1952
MCE 385 mm^
0.01124

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5p .> S: 1 Aspect Ratio
A- Positive diffraction pattern properties conforming to
latxxratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed Chrysotile

Amphibole
Ambiguous

Non-Asbestos
Non-Identified

GRID BOX:
GRID ID:

AMPHIBOLES
Amosite

Crocidolite
; Anthophyllite

Tremolite
Actinolite

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:
Area Examined:

ID of Structure N or v

No j Coord

Analysis Performed By:
MARK PEYSAKHOV

0.04496 mm^
20,000
100 KeV
11/8/01

1 GO. Length
>=05 p >=5|j

<6y 2
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 8
Area Examined:8Client Sample #:

Magnification:
Accelerating Voltage:

# Grid Openings: 4 Analysis Date:

GO. Structure Type
Amphibole Ambig/NDF B C M Chrys Nonasb

--------- ^1—'

Totals

F B C M >5p

CITY_21MC100_003100553

NYC-WTC_000182744

EDS
(Nonadb

Elements)
>=05 y

<5m

Structure
No

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Grid acceptance:
<50% undissolved filter, overiapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5y > 5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratoiy identification criteria observed

V= EDS spectrum conforming to laboratory
identification criteria observed

GRID BOX:
GRID ID:

E = Single Fiber
B = Bundle {<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections);
M = Matrix
NSD = No Structures Detected

1944
MCE 385
0,01124

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

"amphiboles "!
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Analysis Performed By:
MARK PEYSAKHOV

ID of Structure Norv

; No Coord

a- xp

Length
>=5|J

0.04496 mm^
20,000
100 KeV
11/8/01
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TEMAsbestoslair) Count Sheet
Client Name:

Lab Group #:

9

Magnification:

# Grid Openings: 4

GO. Structure Type
Ambig/NDAmphibole NonasbF B C M ChrysCoord

Struct = > 0,5g > 5:1 Aspect Ratio Grid acceptance:
Totals

F C M >5mB

CITY_21MC100_003100554

NYC-WTC_000182745

EDS
(Nonadb

Elements)

Lab Sample #:

Client Sample #:

20,000
100 KeV
11/8/01

>=05 p
<5p

Structure
No

NYC BOE
5849

least 20 unfolded or oveitapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

laboratory identification critena observed

^= EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

GRID BOX:
GRID ID:

9

Accelerating Voltage:
Analysis Date:

<= Positive diffraction pattern properties confomiing to ^50% undissolved fitter, overlap^ or folded
< 10% particulate coverage >50% coverage ate

' No

ID of Structure N orV

I

Analysis Performed By:
MARKPEYSAKHOV

Length
>=5p

Area Examined: 0.04496

Volume (liters): 1944
Filter Type / Filter Area: MCE 385 mm^

Grid Opening Size: 0.01124

1------ 1.

AMPHIBOLES ]
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

n
i !I
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 10
Area Examined:Client Sample #: 10

# Grid Openings: 4

GO. Structure Type
Nonasb Ambig/NDAmphiboleF B C M Chrys

---- —

Grid acceptance:
Totals

laboratory identification criteria observed
M >50F B C

AMPHIBOLES

CITY_21MC100_003100555

NYC-WTC_000182746

Amosite
Crocidolite

Anthophyllite
Tremolite
Actinolite

>=05 p
<5p

EDS
(Nonadb

Elements)

Structure
No

GRID BOX:
GRID ID:

EDS spectrum conforming to laboratory
identification criteria observed

NYC BOE
5849

least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

1936
MCE 385 mm"
0.01124

Positive diffraction pattern properties conforming to "50% undissolved filter, overlapped or folded
____ <10% particulate coverage >50% coverage ate

Volume niters):
Filter Type / Filter Area:

Grid Opening Size:

Magnification:
Accelerating Voltage:

Analysis Date:

Struct = >0.5n >5:1 Aspect Ratio

ID of Structure N or V

Analysis Performed By:
MARKPEYSAKHOV

Length
>=5p

0.04496
mm"

20,000
100 KeV
11/8/01

No Coord
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TEM Asbestos (air) Count Sheet
Client Name:
Lab Group #:
Lab Sample #: 11

Client Sample #: 11

# Grid Openings: 4

GO. Structure Type
Ambig/NDAmphibole NonasbF B M Ch^sC

Totals
F B C M >5|j

CITY_21MC1OO_OO31OO556

NYC-WTC_000182747

EDS
(Nonadb

Elements)>=05 M
<5p

Structure
No

GRID BOX:
GRIDED:

Chrysotile
Amphibole

Ambiguous
Non-Asbestos

Non-Identified

NYC BOE
5849

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5p > 5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratory identification criteria observed

A- EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
8 = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

ID Of Structure NorY

AMPHIBOLES !
Amosite '

Crocidolite
Anthophyllite

T remolite
Actinolite

Analysis Performed By:
MARK PEYSAKHOV

i No Coord

Length
>=5p

Volume (liters): 1944
Filter Type / Filter Area: MCE 385 mm^

Grid Opening Size: 0,01124
Area Examined: 0.04496--------------------------------- jYirn'T

Magnification: 20 000
Accelerating Voltage: 100 KeV

Analysis Date: 11/8/01
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TEM Asbestos (air) Count Sheet
Client Name:
Lab Group #:
Lab Sample #: 12
Client Sample #: 12

# Grid Openings: 4

GO. Structure Type
Chrys Amplibole Nonasb Amblg/NDF B C M

. r

Totals

F B C M >5u

CITY_21MC1OO_OO31OO557

NYC-WTC_000182748

EDS
(Nonadb

Elements)
>=05 p

<5m

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

NYC BOE
5849

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% parficulafe coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)-- :
M = Matrix
NSD = No Structures Detected

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite i

ID of Structure Nor \

Analysis Performed By:
MARKPEYSAKHOV

No Coord

Length

Area Examined: 0.04496--------------------
Magnification: 20,000

Accelerating Voltage: 100 KeV
Analysis Date: 11/8/01

Volume (liters): 1944
Filter Type / Filter Area: MCE 385 mm^

Grid Opening Size: 0.01124

i------ F

___________________ 1__1_„__
Struct = > 0.5p >5:1 Aspect Ratio

Positive diffraction pattern properties confomiing to
laboratory identification criteria obsenred

7= EDS spectrum conforming to laboratory
identification criteria observed

i i....
i—
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TEM Asbestos (air) Count Sheet
Client Name:
Lab Group #:
Lab Sample #: 13

Area Examined:

# Grid Openings: 4

GO. Structure Type
Amphibole Nonasb Ambig/NDF B C M Chrys

Struct = > 0.5m > 5:1 Aspect Ratio Grid acceptance:
Totals

F C M >5mB

Actinolite

CITY_21MC100_003100558

NYC-WTC_000182749

>=05 (J
<5m

Structure
No

least 20 unfolded or overtapped grid squares <5%
holes or opaque areas

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

laboratory identification criteria observed

'J= EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster {>3 Intersections)
M = Matrix
NSD = No Structures Detected

GRID BOX:
GRID ID:

1944
MCE 385
0.01124

Magnification
Accelerating Voltage;

Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite i

Tremolite '

EDS
(Nonadb

Elements)

Positive diffraction pattern properties conforming to <50% undissolved filter, overtap^d or folded
<10% particulate coverage >50% coverage ate

ID of Structure N or

Client Sample #: 13

Length
>=5p

Analysis Performed By;
MARKPEYSAKHOV

0.04496 mm'^
20,000
100 KeV
11/8/01

No Coord

<.

I

n
I—i



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample#: 14

Mapnifiration:

# Grid Openings: 4

: GO. structure Type
AmbigMDAmphibole NonasbF B C M Chrys

Struct = > 0.5|i > 5:1 Aspect Ratio Grid acceptance:
Totals

laboratory identification criteria observed
CF B M >5p

CITY_21MC100_003100559

NYC-WTC_000182750

EDS
(Nonadb

Elements)>=05 p
<5p

EDS spectrum conforming to laboratory
identification criteria observed

least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Structure
No

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Positive diffraction pattern properties conforming to undissolved filter, overlapped or folded
____ I... ___ ---------------j <10% particulate coverage >50% coverage ate

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:
Area Examined:

Accelerating Voltage:
Analysis Date:

1952
MCE 385
0.01124

1 No i Coord

ID Of Structure NorN

Analysis Performed By:
MARK PEYSAKHOV

Client Sample #: 14

Length
>=5p

0.04496 mm^
20,000
100 KeV
11/8/01

1------ 1
k-4



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:
Lab Group #:

15
Area Examined:

Magnification:

# Grid Openings: 4

GO. Structure Type
Nonasb Ambig/NDAmphiboleF B C M Ctirys

Totals

c MF >5pB

CITY_21MC100_003100560

NYC-WTC_000182751

EDS
(Nonadb

Elements)

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

NYC BOE
5849

Lab Sample #:
Client Sample #:

GRIP BOX:
GRID ID:

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5u > 5.1 Aspect Ratio
Positive diffraction pattern properties conforming to

iaboratoy identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

>=05 p
<5m

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

15 -

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size;

Accelerating Voltage:
Analysis Date:

Analysis Performed By:
MARKPEYSAKHOV

1952
MCE 385
0.01124

ID Of Structure NorVLength

No ; Coord
I-------H-—. -----

0.04496
mm^

20,000
100 KeV
11/8/01

I—I

_4
1n



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:

Lab Gronp #:

16
16

# Grid Openings: 4

GO. Structure Type
Ambig/NDF B C Chrys Amphibole NonasbM

Struct = > 0.5(1 .> 5;1 Aspect Ratio Gnd acceptance:
Totals

cF B M >5m

CITY_21MC100_003100561

NYC-WTC_000182752

Lab Sample #:

Client Sample #:

EDS
{Nonadb

Elements)
>=05 M

<5u

Structure
No

least 20 unfolded or overlapped grid squares <5%
holes or opaque aieas

laboratory identification criteria observed

'/= EDS spectrum conforming to laboratory
identification criteria observed

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections) ■
M= Matrix
NSD = No Structures Detected

: amphiboles
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

= Positive diffraction pattern properties conforming to *5^^ undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate

ID of Structure Nory

Analysis Performed By:
MARKPEYSAKHOV

Length
>=5p

Volume (liters): 1944
Filter Type / Filter Area: MCE 385

Grid Opening Size: 0.01124

No J Coord

Area Examined: 0.04496--------------------
Magnification: 20 000

Accelerating Voltage: 100 KeV
Analysis Date: 11/8/01



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:
17

Maenification;

# Grid Openings: 4

Structure Type
C M Amphibole Nonasb Ambig/NDF B Chrys

4

Totals

BF C M >61J

AMPHIBOLES^

CITY_2IMCI00_003100562

NYC-WTC_000182753

>=05 M
<5m

Lab Sample #:
Client Sample #:

Amosite
Crocidolite

Anthophyllite
Tremolite
Actinolite

EDS
(Nonadb

Elements)

Structure
No

GRID BOX:
GRIP ID:

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non, Identified

Grid acceptance:
<60% undissolved filter, overiapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
5849

1952
MCE 385
0.01124

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Struct = > 0.5u .>5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratory identification criteria observed

y/- EDS spectrum conforming to laboratory
identification criteria observed

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:
Area Examined:17 -

ID of Structure N or

Analysis Performed By:
MARKPEYSAKHOV

GO.

No Coord

Length
>=5m

0.04496 ,mm^
20,000
100 KeV
11/8/01

-----

N



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:

18

18

# Grid Openinns: 4

CAnalysis Performed By:
MARKPEYSAKHOV

GO. Structure Type
Amphibole Ambig/NDF B C M >=5p NonasbChrys

Totals

F B C M

CITY_21MC100_003100563

NYC-WTC_000182754

Lab Group #:

Lab Sample #:

£DS
(Nonadb

Elements)

Client Sample #:

GRIDBQX:
GRID ID:

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

NYC BOE
5849

Grid acceptance:
<50% undissolved filter, overiapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overtapped grid squares <5%
holes or opaque areas

1952
MCE 385 mm^
0.01124

Stmct = > 0.5n >5:1 Aspect Ratio
yl- Positive diffraction pattern properties contorming to
laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

AMPHIBOLES
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

Area Examined:

ID of Structure N or

0.04496

Length
>=05p :

<5m

Magnification: 20,000

Accelerating Voltage: 100 KeV
Analysis Date: 11/8/01

i No i Coord

-----h
I—4
'----- r



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:
Lab Group #:

19
19

# Grid Openings: 4

Analysis Performed By:
MARKPEYSAKHOV

Structure Type
Ambig/NDF B C M Amphibole NonasbChrys

Totals

F B C M >5(J

CITY_21MC100_003100564

NYC-WTC_000182755

>=05 p
<5p

EDS
(Nonadb

Elements)

Lab Sample #:
Client Sample #:

GRID BOX:
GRID ID:

NYC BOE
5849

Structure
No

Grid acceptance:
<50% undissolved filter, overiapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overtapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
6 = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M : Matrix
NSD = No Structures Detected

Stnict = > 0.5p .>5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

; AMPHIBOLES
i Amosite
! Crocidolite
i Anthophyllite
[ Tremolite

Actinolite

ID of Structure N or V

No ! Coord

Length
>=5m

Volume (liters); 1960
Filter Type / Filter Area: MCE 385 mm^

Grid Opening Size: 0.01124
Area Examined: 0.04496-------------------- mm^

Magnification: 20,000
Accelerating Voltage: 100 KeV

Analysis Date: 11/8/01



NYC 9/11 Public Portal Document

TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:
Lab Sample #: 20
Client Sample #: 20

# Grid Openings: 4

GO. Structure Type
Chrys Amphibole Nonasb Ambig/NDF B C MNo Coord

.3^

Struct = > O.S|i > 5; 1 Aspect Ratio Grid acceptance:
Totals

laboratory identification criteria observed
F C M >5mB

Chrysotile
AMPHIBOLES A: bole

CITY_2IMCl00_003100565

NYC-WTC_000182756

Amosite
Crocidolite

EDS
(Nonadb

Elements)>=05 M
<5m

Structure
No

■V= EDS Spectrum conforming to laboratory
identification criteria observed

NYC BOE
5849

least 20 unfolded or overiapped grid squares <5%
holes or opaque areas

Ambiguous
Non-Asbestos

Non-Identified

1960
MCE 385 mm"
0.01124

GRID BOX:
GRID ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)..
M = Matrix
NSD = No Structures Detected

; Anthophyllite
Tremolite
Actinolite

Poskive diffrackon pattern properties conforming to ^50% undissolved fitter, overiapped or folded
.-k_ .... ..k..;. _____ J <10% paiticulate coverage >50% coverage ate

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:
Area Examined:

ID of Structure Norv

Analysis Performed By:
MARK PEYSAKHOV

Magnification: 20 000
Accelerating Voltage; 100 KeV

Analysis Date: 11/8/01

0.04496 mm"

Length
~ >=5m



NYC 9/11 Public Portal Document

TEM Asbestos fair) Count Sheet
Client Name:
Lab Group #:
Lab Sample #: 21

Client Sample #: 21
Magnification:

# Grid Openings: 4

Analysis Performed By:
MARKPEYSAKHOV

Structure ty
Ambig/NDAmphibole NonasbF B C Chrys

Totals

MF B C

[ AMPHIBOLY

CITY_21MC100_003100566

NYC-WTC_000182757

EDS
(Nonadb

Elements)

Amosite
Crocidolite

>=05 p
<5p

GRID BOX:
GRID ID:

NYC BOE
5849

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Structure
No

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

1968
MCE 385
0.01124

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster {>3 Intersections)
M = Matrix
NSD = No Structures Detected

pe
~M

Anthophyllite
Tremolite
Actinolite

Struct = > 0.5p _> 5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratoiy identification criteria observed
EDS spectrum conforming to laboratory

identification criteria obsenred

Accelerating Voltage:
Analysis Date:

Volume (liters);
Filter Type / Filter Area:

Grid Opening Size:

Area Examined;

ID of Structure N or VLength
^5(j

GO.

No I Coord
_ z ' < -3

<33

0.04496

20,000
100 KeV
11/8/01


