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We hereby certify that the test results presented here are
accurate and confomi to the reported grade specification.
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199 WHITEHEAD ROAD
TRENTON. NJ 08619-
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Gauge Length
Reduction of Area
Bend Test

Diameter
Charpy Impact

Test Temp
Sample Size
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Hardness

J13582
F 5x1/4 x20'0"
F 127X6.4x6.096
ASTM A36-00
ASTM A36M-00

CERTIFIED STEEL
1333 BRUNSWICK PIKE. SUITE 200
LAWRENCE. NJ 08648-
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100% MELTED AND MANUFACTURED IN THE USA AND FREE OF MERCURY CONTAMINATION IN THE PROCESS
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SMI Steel - Alabama
P.O. Box 321188

Binningham, AL 35232-1188
(205) 592-8981
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CERTIFIED MILL TEST REPORT
For additional copies call

(800) 621-0262
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Quality Assurance Manager

CHEMICAL ANALYSIS
%

336.5 MPA
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