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0 None Detested 0 0 0.0049 <17.79 <0.0049

0 None Detected .0 0 0.0049 <17,79 <0.0049

1410.00 0-0562 0 None Detected 0 0 0.0049 <17.79 <0.0049

0 chrysotile 1 0 0.0049 17.79 0.00491410.00 0-0562

1410,00 0.0562 0 NoneOeMded .0 0, 0.0049 <17.79 <0.0049
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Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHETtA)
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