
Hage 2/5

^onwking

REPORT OF GROUT TESTING

02/08/02DATE OF CAST;

CLIENT:
PROJECT:
PROJECT NO.:

COMPRESSIVE STRENGTH OF GROUT CUBESSUBJECT:
45“FWEATHER:

REPORT#: GR-001

LABORATORY TEST RESULTS

LOAD (lb)

278102/B/02 . . 39342/15/02GOOD1A
GOOD1B
G1C

Locations: Base Plates ® Piers # 3 and 4
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CITY_21MC100_004713694

NYC-WTC_000187999
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CONDfTtON
OF SPECIMEN

28
28

CUBECOMPF^SiVE
STRENGTH (PSi)

DATE OF
CAST

19
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METHODS OF evaluation:
ASTM 0780 - Preconsttuction and Construction Evaluation of Mortars for Plain and Reinforced Unit Masonry.
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• Failure investigations
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