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ATC Associates Cwc104 East 25 Street New York, NY 10010
Phone: (212) 353-8280 Fax:(212) 353-8306

8:10:00 PM

ATC Group#: 667128-11 Queens Plaza North
Long Island City, Analysis Date: 2/14/02

Siructures
0.5fi-S Sfi Notes

0

0

1944.00 0.0450- <0.00440

0.04502000.00 None Detected 0 <0.00430 0 0.0043 <22.24

1944.00 0,0450 0 None Detected 0 0 0.0044 <22.24 <0.0044

0.0450 0 0.00441944.00 None Detected 0 0

1 944.00 0.0450 0 0 0.0044

0.0450 0 0.00451920.00

MICHABL A. GORYCKI, Ph.D.MARK PEYSAKHOV

Analyzed by: Arorovedby^

Accredited for NVLAP PLM/TEM #101187-0, NY State ELAP #10879

CITY_21MC100_003084026

NYC-WTC_000189165

02
6671 -2

03
6671 -3

OS
6671 -5

04
6671 -4

05
6671 -5

07
6671 -7

Disclaimer: The laboratory is not responsible for data reported in siructures/cc, which is dependent on volume collected by non-laboratory personnel. This lab is only responsible
for data reported in structures/mmt This report may not be reproduced, except in full, without written approval by ATC Associates Inc. This report may not be usee to claim
prodrjct endorsement by NVLAP or any other agency of the U.S. Government. This reports relates only to the samples reported above. Quality control data (including 95%
confidence limits and laboratory and analysis' accuracy and precision) is available upon request.

06
6671 -6 ■

Sample
01
6671 -I

Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHERA)

Attn: Mr. Bernard Orlan
N.Y.C. Board of Education

NY 11101

Received: 2/13/02

Fax: (212) 475-4122

Project: NYC-BOE PS 234M Project#: 14584-1823

0.0044 <22.24

1936.00 0.0450

Phone: (212) 477-8941

1920.00 0.0450

0.0044 <22.24 <0.0044

0.0045 <22.24 <0.0045

<22.24 <0.0045

<22.24 <0.0044

<22.24 <0.0044

Analytical Asbestos
Seitgitivity Conceiitration

(S/CC) (S/mm^) (S/cc)
Area Non

lAalume Analyzed Asb

0 None Detected 0

0 None Detected 0

None Detected 0

0 None Detected 0

0 None Detected 0



NYC 9/11 Public Portal Document

8:10:00 PM

ATC Group #; 6(5712S-11 Queens Plaza North
Long Island City, Analysis Date: 2/14/02

Structures
0.Sfi-5 5fi Plates

1928.00 0,0450 0 0 <0.0044

1928.00 0.0450 0 0 0.0044 <22.24 <0.0044

1920.00 0.0450 0 0 0.0045 <0.0045<22.24

1920.00 0.0450 0 0.0045 <22.24 <0.0045

1920.00 0.0450 0

1920.00 0.0450 0 0

1920.00 0.0450 0 0

MICHAEL A. GORYCKl, Ph.D.MARK PEYSAKHOV

Analyzed by: Amroved by

Accredited for NVLAP PLM/TEM #101187-0, NY State ELAP #10879

CITY_21MC100_003084027

NYC-WTC_000189166

15
6671 -15

Asbestos
Concentration

13
6671 -13

Analyticai
Sensitivity

(S/cc)

14
6671 -14

10
6671 -10

Disclaimer: The laboratory is not responsible for data reported in structures/cc, which is dependent on volume collectetfby non-laboratoiy personnel. This lab is only responsible
for data reported in structures/mmT This report may not be reproduced, except in foil, without written approval by ATC Associates Inc. This report may not be used to claim
product endorsement by NVLAP or any other agency of the U.S. Government, This reports relates only to the samples reported above. Quality control data (including 95%
confidence limits and laboratory and analysis' accuracy and precision) is available upon request.

11
6671 -1 1

12
6671 -12

Sample
09
6671 -9

Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM) Performed
by EPA 40 CFR Part 763 Final Rule (AHERA)

Attn: Mr. Bernard Orlan
N.Y.C. Board of Education

NY 11101

Project: NYC-BOE PS 234M Project#: 14584-1823

Received: 2/13/02

Fax: (212)475-4122

0.0044. <22.24

Phone: (212) 477-8941

0.0045 <22.24 <0.0045

(S/mm^) (S/cc)

0.0045 <22.24 <0.0045

0 None Detected

0 None Detected

0.0045 <22.24 <0.0045

/(rea Non -Asbestos
V'uiuine Analyzed Asb Type(s).

0 None Detected 0

None Detected 0

None Detected 0

0 None Detected 0

None Detected 0
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TEM Asbestos fair) Count Sheet
Client Name:

Lab Group #:

L“^-Samnle^ 1
Area Examined:Client Sample #: 01

Magnification:

# Grid Openings: 4

GO. Structure Type
F B C AmphiboleM •=5m Chrys Nonasb Ambig/ND

Tot^

F B C M >5p

Non-Identified

CITY_21MC100_003084028

NYC-WTC_000189167

20,000
100 KeV
2/14/02

EDS
(Nonadb

Elements)

GRID BOX:
GRID ID:

Structure
No

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 2D unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
6671

Chrysotile
Amphibole
Ambiguous

Non.-Asbestos

Struct = > 0.5p .> 5:1 Aspect Ratio
T= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

AMPHIBOLES ‘
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

1920
MCE 385 mm-
0.01124

0.04496 mm’

Analysis Performed By: CE=:
MARK PEYSAKHOV

ID of Structure N or 9

No Coord

Length
>=0571 :

<5p

------
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TEM Asbestos (air) Count Sheet
Client Name:

2

02

# Grid Openings: 4

GO Structure Type
Amphibole Nonasb Ambig/NDB ChrysC Mr

Totals

F B C M >5u

CITY_21MC100_003084029

NYC-WTC_000189168

Lab Group #:

Lab Sample #:

>=06 p
<5(j

EDS
(Nonadb

Elements)

Structure
No

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

NYC BOE
6671

Grid acceptance;

<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart

C = Cluster (>3 Intersections)

M = Matrix

NSD = No Structures Detected

Struct = > 0.5p >5:1 Aspect Ratio

Positive diffraction pattern properties conforming to
laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

Client Sample #:

GRID BOX:
GRIDID;

AMPHIBOLES j
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

20,000
100 KeV
2/14/02

Volume /liters):
Filter Type / Filter Ai ea:

Grid Opening Size:

Area Examined:

Magnification:

Accelerating Voltage:
Analysis Date:

0.04496 mm-

Analysis Performed By:
MARK PEYSAKHO V

No Coord

ID of Structure NorN

1936
MCE 385 mm-
0.01124

Length
>=5p
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 3
Area Examined:

Magnification:

# Grid Openings: 4 2/14/02

Structure TypeGO,
Chrys Amphibole Nonasb Ambig/NDF B C M

Grid acceptance;Struct = > O.Spi >5:1 Aspect Ratio
Tot^

10% particulate coverage >50% coverage ate
F B c M >5p

CITY_21MC100_003084030

NYC-WTC_000189169

>=05 pi
<Sp

20,000
100 KeV

EDS
(Nonadb

Elements)

Structure
No

EDS spectrum conforming to laboratory
identification criteria observed

NYC BOE
6671

least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-ldentified

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart

C = Cluster (>3 Intersections)
M = Matrix

NSD = No Structures Delected

GRID BOX:
GRU) ID:

Volume (liters):
Filter Type / Fitter Area:

Grid Opening Size:

Accelerating Voltage:
Analysis Date:

V= Positive diffraction pattern properties confonming to *50% undissolved filter, overlapped or folded
laboratory identification criteria observed *

rAMPHIBOLES i
; Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

1944
MCE 385 mm-
0.01124

0.04496 mm-

ID of Structure N or v

Analysis Performed By:
MARK PEYSAKHOV

No Coord

Client Sample #: 03

Length
>=5p
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TEM Asbestos (air) Count Sheet
Client Name:

4
Area Examined:Client Sample #: 04

Magnification:

# Grid Openings: 4 2/14/02

■s.

GO. Structure Type
Chrys Amphibole Nonasb Ambig/NDF B C M >=5pi

Totals

CF B M >5p

AMPHIBOLES j

CITY_21MC100_003084031

NYC-WTC_000189170

Amosite
Crocidolite

Anthophyllite
Tremolite
Actinolite

20,000
100 KeV

EDS
(Nonadb

Elements)

LafiSarnple^

Grid acceptance:
<50% undissoived filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfoloed or overlapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Structure
No

Struct = > 0.5(X >5:1 Aspect Ratio
'J- Positive diffraction pattern properties conforming to
laboratory identification criteria observed

>/- EDS spectrum conforming to laboratory
identification criteria observed

F - Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M - Matrix
NSD = No Structures Detected

GRID BOX:
GRID ID:

NYC BOE
6671

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

0.04496 mm-

No Coord

2000
MCE 385 mm-
0.01124

Analysis Performed By:
MARK PEYSAKHOV

ID of Structure NorVLength
>=05 u :

<5p
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TEM Asbestos fair) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 5
Area Examined:Client Sample #: 05

Magnification:

# Grid Openings: 4

GO. Structure Type
Amphibole Nonasb Ambig/NCChrysF B C M

Totals

F B C M >5p

j AMPHIBOLES j

CITY_21MC100_003084032

NYC-WTC_000189171

>=05 y
<5p

EDS
(Nonadb

Elements)

Grid acceptance:
<50% urdissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Structure
No

NYC BOE
6671

Clirysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
S = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NED = No Structures Detected

Struct = > 0.5(1 > 5:1 Aspect Ratio

P.ositive diffraction pattern properties conforming to
laboratory identification criteria observed

T= EDS spectrum conforming to laboratory
identification criteria observed

GRID BOX:
GR.TD ID: Accelerating Voltage:

Analysis Date:

-----C-
----

20,000
100 KeV
2/14/02

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

1944
MCE 385 mm’
0.01124

0.04496 mnV

23

ID of Structure Norv

Analysis Performed By:
MARK PEYSAKLIOV

No Coord

Length
>=5p

Amosite
Crocidolite

i Anthophyllite
T remolite
Actinolite



NYC 9/11 Public Portal Document

TEM Asbestos fair) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 6
Area Examined:Client Sample #: 06

Ma2nification:

# Grid Openings: 4

Analysis Performed By:
MARK PEYSAKHOV

GO. Structure Type
Amphibole Ambig/NDChrys NonasbF B C M

Totals

F B C M >5p

I AMPHIBOLES

CITY_21MC100_003084033

NYC-WTC_000189172

Amosite
Crocidolite

EDS
(Nonadb

Elements)

20,000
100 KeV
2/14/02

>=05 p
<5m

Structure
No

GRID BOX:
GRID ID:

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
6671

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 intersections)
M = Matrix
NSD = No Structures Detected

Accelerating Voltage:
Analysis Date:

j Anthophyllite
j Tremolite

Actinolite

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

0.04496 mm-

1944
MCE 385 mm-
0.01124

Struct = > 0.5|i. >5:1 Aspect Ratio
7= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
identification criteria observed

No Coord

ID of Structure N or vLength
>=5pi
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 7
Area Examined:Client Sample #: 07

Magnitication:

Accelerating Voltaee:■''S'

# Grid Openings: 4 AnalysisDate;

GO. Structure Type
F B C AmphiboleM Chrys Nonasb Ambig/ND

Totals

B CF M >5p

CITy_21MC100_003084034

NYC-WTC_000189173

EDS
(Nonadb

Elements)

Structure
No

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Struct = > 0.5g .>5:1 Aspect Ratio
7= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
identification criteria observed Chrysotile

Amphibole
Ambiguous

Non-Asbestos
Non-Identified

GRJD BOX:
GRU) ID:

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 intersections)
M - Matrix
NSD = No Structures Detected

NYC BOE
6671

20,000
100 KeV
2/14/02

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

>=5p

0.04496 mm"

ID of Structure N or 4

1944
MCE 385 mm"
0.01124

Analysis Performed By:
MARK PEYSAKHOV

Length
>=05 p ~

<5m

AMPHIBOLES
Amosite

Crocidolite ,
i Anthophyllite
) Tremolite

Actinolite

No Coord
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 8
Area Examined:

Magnification:

GO. Structure ' Structure Type
Amphibole Nonasb Ambig/NDB c M Chrys

Totals

F B C M >5pi

CITY_21MC100_003084035

NYC-WTC_000189174

Tremolite
Actinolite

20,000
100 KeV
2/14/02

EDS
(Nonadb

Elements)
>=05 p

<5tJ

Grid acceptance:
<50% undissoli/ed filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded oroverlapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole

, Ambiguous
Non-Asbestos

Non-Identified

NYC BOE
6671

Struct = > 0.5p >5:1 Aspect Ratio

4= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
Identification criteria observed

F = Single Fiber

B = Bundle (<3 fibers <1 fiber diameter apart

C = Cluster (>3 Intersections)
M = Matrix

NSD = No Structures Detected

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

amphiboles"
Amosite

Crocidolite i
1 Anthophyllite j

0.04496 mm-

GRID BOX:
GRID ID:
# Grid Openings: 4

Client Sample #: 08

ID of Structure NorL

Analysis Performed By:
MARK PEYSAKHOV

1920
MCE 385 mm-
0.01124

No Coord

Length
>=5|JNo I F
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 9
Area Examined:

Magnification:

# Grid Openings: 4

GO, Structure Type
AmphiboleF B C M Chrys Nonasb Ambig/ND

Totals

F B C M >5p

"amphiboles" ■;

Non-Identified

CITY_21MC100_003084036

NYC-WTC_000189175

Amosite
Crocidolite

20,000
100 KeV
2/14/02

EDS
(Nonadb ;

Elements)

Structure
No

Grid acceptance:
<50% un'dissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <6%
holes or opaque areas

GRID BOX:
GRID ID:

NYC BOE
6671

Chiysotile
Amphibole
Ambiguous

Non-Asbestos

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

>=0Sp
<5|j

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

Accelerating Voltage:
Analysis Date:

0.04496 mm'

1928
MCE 385 mm-
0.01124

Struct = > 0.5n >5:1 Aspect Ratio
7= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
identification criteria observed

Anthophyllite I
I T remolite i

Actinolite i

Client Sample #: 09

Analysis Performed By:
MARK PEYSAKHOV

No Coord

ibofStructUre N or 7Length
>=5p
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 10
Area Examined:10

Magnification:

JS A'
# Grid Openings: 4 2/14/02

GO. Structure Type
Amphibole Nonasb Ambig/NDF B C M Chrys

Totals

F B C M >5|J

CITY_21MC100_003084037

NYC-WTC_000189176

>=06 p
<5p

20,000
100 KeV

EDS
(Nonadb

Elements)

Structure
No

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

NYC BOE
6671

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

Client Sample #:

GRID BOX:
GRID ID:

S’.
3

AMPHIBOLES
Amosite

Crocidolite
' Anthophyllite

Tremolite
Actinolite

Accelerating Voltage:
Analysis Date:

Volume filters):
Filter Type / Filter Area:

Grid Opening Size:

0.04496 mnr

Struct = >0.5p >5:1 Aspect Ratio
7= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
identification criteria observed

1928
MCE 385 mm-
0.01124

ID of Structure N or 3

Analysis Performed By:
MARK PEYSAKHOV

No Coord

Length
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TEM Asbestos (air) Count Sheet
ClientNam^

Lab Group #:

11
Area Examined:Client Sample #: 11

Magnification:

# Grid Openings: 4

GO, Structure Type
Amphibole Ambig/NDC NonasbM Chrys

Totals

F B C M >5p

CITY_21MC100_003084038

NYC-WTC_000189177

20,000
100 KeV
2/14/02

EDS
(Nonadb

Elements)
^=05 M

<5p

GRID BOX:
GRID ID:

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

Structure
No

F = Single Fiber

B - Bundle (<3 fibers <1 fiber diameter apart

C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

NYC BOE
6671

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

amphiboles" i
Amosite

Crocidolite i
Anthophyllite 1

Tremolite \
Actinolite

0.04496 mm-

Struct = > 0.5p >5:1 Aspect Ratio
Positive diffraction pattern propenies conforming to

laboratory identification critena observed

y = EDS spectrum conforming to laboratoiy
identification criteria observed

F B

1920
MCE 385 mm"
0.01124

Analysis Performed By:
MARK PEYSAKHOV

ID of Structure Norv

No Coord

Length
>=5p
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TEM Asbestos (air) Count Sheet
Client Name:

12
Area Examined:

Magnification:

# Grid Openings: 4

Analysis Performed By:
MARK PEYSAKHOV

GO. Structure Type
Ambig/ND .Amphibole NonasbF C ChrysB M

Tot o I.s

CF B M ?5(J

Non-Identified

CITY_21MC100_003084039

NYC-WTC_000189178

EDS
(Nonadb

Elements)

20,000
100 KeV
2/14/02

>=05 p
<5u

Lld2 Groii£^

Lab Sample #:

Chrysotile
Amphibole
Ambiguous

Non-Asbestos

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Structure
No

NYC BOE
6671

GRIP BOX:
GRID ID:

Struct = > 0 5u > 5:1 Aspect Ratio
O Positive diffraction pattern properties conforming to
laboratory identification criteria observed

EDS spectrum conforming to laboratory
identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSO = No Structures Detected

^3 Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

/"amphiboles
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

1920
MCE ,385
0.01124

0.04496 mm-

ID of Structure Norv

Client Sample #: 12

Length
>=5(jNo Coord

ST
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

l>ab Saiimle^ 13
Area Examined:Client Sample ff: 13

Mavnification:

# Grid Openings: 4

Structure TypeGO.
Ambig/NDChrysF B C M

Totals

F B C M

CITY_21MC100_003084040

NYC-WTC_000189179

20,000
100 KeV
2/14/02

EDS
(Nonadb

Elements)
>=05 p

<5p

Chrysotile
Amphibole
Ambiguous

Non-Asbestos
Non-ldentificd

Grid acceptance:

<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Structure
No

NYC BOE
6671

Struct = >0,5p >5:1 Aspect Ratio
■/= Positive diffraction pattern properties conforming to
laboratory identification criteria observed

7= EDS spectrum conforming to laboratory
Identification criteria observed

F = Single Fiber
B = Bundle (<3 fibers <1 fiber diameier apart

C = Cluster {>3 Intersections)
M = Matrix

NSD = No Structures Detected

GRID BOX:
GRID ID: Accelerating Voltage:

Analysis Date:

Volume filters):
Filter Type / Filter Area:

Grid Opening Size:

■ AMPHIBOLES
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Analysis Performed By:
MARK PEYSAKHOV

0.04496 =

ID of Structure N or N

1920
M.CE 385 mm'-
0.01124

No Coord

Length
>=5)j Amphibole Nonasb
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TEM Asbestos fair) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 14
Area Examined:

Magnification:

# Grid Openings: 4

Structure TypeGO.
Ampnibole Nonasb Ambig/NDB C =5p ChrysF

Totals

CF B M >5p

Non-Identified

CITY_21MC100_003084041

NYC-WTC_000189180

20,000
100 KeV
2/14/02

EDS
{Ncnadb

Elements)

Grid acceptance;
<50% undissoivsd filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%.
holes or opaque areas

GRID BOX:
GRID ID:

Struct = > O.Su .> 5:1 Aspect Ratio
■'I- Positive diffraction pattern prooerties conforming to
laboratory identification criteria observed

/= EDS spectrum conforming to laboratory
identification criteria observed

Structure
No

F = Single Fiber
B = Bundle (<3 fibers <1 liber diameter apart
C = Cluster (>3 intersections)
M = Matrix
NSD = No Structures Detected

NYC BOE
6671

Accelerating Voltage:
Analysis Date:

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

rAMPHlBOLES ;
Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

Chrysotile
Amphibole
Ambiguous I

Non-Asbestos

0.04496 mm*

1920
MCE 385 mm-
0.01124

Analysis Performed By:
MARK PEYSAKHOV

Client Sample tf: 14

ID of Structure N or n)Length

<5uNo Coord

O.Su
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TEM Asbestos (air) Count Sheet
Client Name:

Lab Group #:

Lab Sample #: 15
Area Examined:Client Sample #: 15

# Grid Openings: 4 Analysis Date: 2/14/02

GO Structure Type
Amphibole Nonasb Ambig/NDF B C M Chrys

a £

Totals

F B C M >5p

CITY_21MC100_003084042

NYC-WTC_000189181

20,000
100 KeV

EDS
(Nonadb

Elements)

Grid acceptance:
<50% undissolved filter, overlapped or folded
<10% particulate coverage >50% coverage ate
least 20 unfolded or overlapped grid squares <5%
holes or opaque areas

Structure
No

Struct = 0.5p > 5:1 Aspect Ratio
Positive diffraction pattern properties conforming to

laboratory identification criteria observed
y/- EDS spectrum conforming to laboratory
identification criteria observed

NYC BOE
6671

Cldiysotile
Amphibole
Ambiguous

Non-Asbestos
Non-Identified

F = Single Fiber
6 = Bundle (<3 fibers <1 fiber diameter apart
C = Cluster (>3 Intersections)
M = Matrix
NSD = No Structures Detected

GRID BOX:
GRID ID:

Magnification:
Accelerating Voltage:

! AMPHIBOLES
) Amosite

Crocidolite
Anthophyllite

Tremolite
Actinolite

>=5p

Volume (liters):
Filter Type / Filter Area:

Grid Opening Size:

0.04496 mm-

1920
MCE 385 mm-
0.01124

Analysis Performed By:
MA.RK PEYSAKH.OV

ID of Structure Nor ';

No Coord

Length
>=05 p ” i

<5p


