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BULK SAMPLE LABORATORY DATA REPORT
SIGNED FORAM8IENT LABS INC. BY;

B2Keifi62 RITA HARRIOVG OFFICE TOP DESK. NAD 0.00% (P)20-11-A GREY

82K9ia63 NAO 0.00% (P)20-12-A GREY LINDA CARGILL OFFICE TOP DES K.

<P)CONFERENCE ROOM C TOP OF TABLE. NAD 0.00%82KSt8S4 20-13-A GREY

JANE FOUNTAIN TOP OF TABLE, YES 1.30% <P)3201835 20.14.A GREY

B2Kgi666 GREY SALVATORE GALATIOTO TOP OF TABLE. NAD 0.00% IP)20-1 SA

NADCHUCK HENDERSON TOP OF TABLE. 0.00% (P)B2K31887 20-1&A GREY

20-17-A DANIEL HEIW0WT2 TOPOF DESK. NAD 0.00% <P)52KS1S8S GREY
n
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COLLECTED: 1V8/2001
DATEREC'D: 11/9/2001
TIMEREC’D; 10:32 AM
ANALYZED: 11/13/2001
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NON-FIBROUS:

AMBIENT LABS, INC.
159 WEST 25TH STREET
NEW YORK, NY 10001
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CELLULOSE:
MINERAL WOOL :
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CHRYSOTILE:
CELLULOSE :
MINERAL WOOL;
NON-FIBROUS:
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MINERAL WOOL:
NOKFFISROUS;
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PROJECT: 0211512

CUENT; AMEX Towers
LOCATION: 3World FinancialCenlar

TECHNICIAN:

SAMPLE
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NON-FIBROUS;
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I ro NAO » No Asbestos Oeteded. Trace 0^ %.

Die only melhod that can be used to delsnrine if (his material can be considered or treated as non-asbastos containing. No reproduction of all or any portion ol this report shall occur without written
approval ol Ambient Labs. Ine. AU results disclosed In this report relate only to the Sems tested.
imAP ID# 101618. NYS ELAP ID# 10868. STATE OFCA ELAP ID#2139.o
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BATCH ID: 3439
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BULK S«/1PLE LABORATORY DATA. REPORT
SIGNED FOR AMBIENT LABS INC. BY:

a

B2XaiB69 20-1 &-A GREY LESLIE BROWN TOP OF TABLE. NAD 0.00% (P)

B2K91870 20-19.A GREY CAMILLE DELATTETOP FILE CABINET. NAD 0.00% (P>

B2K31871 NAO20-20-A GREY 0.00 % <P)

B2K91872 GREY (P)20-21-A NAD 0.00%
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NYC-WTC_000220299

SAMPLE
COLOR

30.00%
30,00%
<0-00%

40.00%
20.00%
40.00%

COLLECTED: 11/8/2001
DATEREC'D: 11/9/2001
TIME RECD; 10:34 AM
ANALYZED: 11/13/2001
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AMBIENT LABS, INC.
159 WEST 25TH STREET
NEW YORK. MY 10001
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NON-FIBROUS;
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NON-FIBROUS:
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NORTH SIDE OF PASS ELEVATOR TOP
TABLE.

CELLULOSE:
MINERAL WOOL:
NON-FIBROUS;

PROJECT; O211S12
CLIENT; AMEX Towers

LOCATION; 3 World Financial Cealer
TECHNICIAN:

FRONT SOUTHWEST CORNER HALLWAY TOP
OF TABLE.
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NAD « No Asbestos Detected. Trace < 0.25 %.
IP) Analysis by Polarized bghl Microscopy (PLM) NYS ELAP tnelhod 198.1 or EPA/60D/R-9an$8. (T) Analysis by Transmisalon Bedror Microscopy (TEM) NYS ELAP method 138.4. Polarized
LgM Micresoojw is not conslstenOy reliable in detection ol asbestos in floor coverings and simibf non-friaWe organically bound materials. Quantitative trensnissbn electron microscopy is cuirentty
the only melhod that can be used Io determine if this mateitel can be considered or treated as non-asbestos containing. No reproduction of all or any portion of this report shall occur withoul written
approval ol Ambient Labs, Inc. AB results disclosed in this report relate only to the items tested.
NVLAP ID# 101618. NYS ELAP ID # 10865. STATE OF CA ELAP ID*2139.
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