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BULK ASBESTOS FIBER ANALYSIS NVYLAP LAB CODE 200083-0

TESTWELL LABORATORIES, INC/TESTWELL INDUSTRIES, INC.
47 Hudson Street
Ossining, NY 10562
Mr. V. Reddy Kancharla
Phone: 914-762-9000 Fax: 914-762-9638
~ URL: http://www.testwelllabs.com

NVLAP Code Designation

18/A01 EPA-600/M4-82-020: Interim Method for the Determination of Asbestos in Bulk
Insulation Samples

June 30, 2002 jMw[ 7. Molvrmann

Effective through For the National Institute of Standards and Technology

NVLAP-01S {11-95)

CONFIDENTIAL, SUBJECT TO PROTEGTIVE ORDER NO. 1, JAN. 2013
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